
 

TEST REPORT 
 

COMPANY NAME: M/S. MALLCOM (INDIA) LIMITED Report No.: (6724)093-0168 

ADDRESS: MALLCOM INIDA LIMITED, EN 12, SALT LAKE SEC V,  Form No.:  19123 

 KOLKATA, PIN 700091, WESTBENGAL, INDIA Date of Receipt: April 02, 2024 

ATTN: Mr. ABHISHEK SENGUPTA Date Out: April 05, 2024 

EMAIL: abhishek.sengupta@mallcom.in No. Of Working Days: 04 

TEL: 4016-1064 Page: 01 of 04 

FAX: / Pretest for Buyer: / 

 

 

 

 

 

 

 

Sample Description: BLUE DENIM FABRIC 

Sample condition: SAMPLE RECEIVED IN GOOD CONDITION 

Color(s): BLUE 

Lab Id Color(s): BLUE 

Style No(s).: / 

Departments: / 

Article No.: NAHAR TRECKSA DENIM 

PO NO. / 

Age Group: / 

Quantity Submitted: 01 PCS 

Country of Origin: / 

Country of Destination: / 

End Use: INDUSTRIAL GARMENT 

 

Submitted Fiber Content: / 

Submitted composition: / 

Test Requested: REQUESTED TEST (REFER PAGE NO. 03) 

Submitted Care Instruction: / 

Suggested Care Instruction: / 

If Retest 

Previous Report No.: / 

If Revision 

Reason For Revision: / 

(6724)093-0168 PS 

 

 Note: The submitted sample were not drawn by laboratory 

“Pls. refer the website www.nabl-india.org to view our Scope of accredited Tests.  
BUREAU VERITAS CONSUMER 
PRODUCTS SERVICES (INDIA) PVT. LTD. 
C-19, Sector VII, Noida 201 301,  Gautam 
Buddnagar Uttar Pradesh,Noida 
 
Tel: 91-120-2544661/663/657/509, 2556819 
Fax: 91-120-2544658,2544670,2548577 

This report is governed by, and incorporates by reference, the Conditions of Testing as posted at the date of issuance of this report at http://www.bureauveritas.com/home/about-
us/our-business/cps/about-us/terms-conditions/ and is intended for your exclusive use. Any copying or replication of this report to or for any other person or entity, or use of 
our name or trademark, is permitted only with our prior written permission. This report sets forth our findings solely with respect to the test samples identified herein. The results 
set forth in this report are not indicative or representative of the quality or characteristics of the lot from which a test sample was taken or any similar or identical product unless 
specifically and expressly noted. Our report includes all of the tests requested by you and the results thereof based upon the information that you provided to us.  Measurement 
uncertainty is only provided upon request for accredited tests. Statements of conformity are based on simple acceptance criteria without taking measurement uncertainty into 
account, unless otherwise requested in writing. You have 60 days from date of issuance of this report to notify us of any material error or omission caused by our negligence or 
if you require measurement uncertainty; provided, however, that such notice shall be in writing and shall specifically address the issue you wish to raise. A failure to raise such 
issue within the prescribed time shall constitute your unqualified acceptance of the completeness of this report, the tests conducted and the correctness of the report contents. 
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PHOTO OF THE SUBMITTED SAMPLE 

 

 

 

 

 

 

 

 

 

 

 

 
 

 

 

 
BUREAU VERITAS CONSUMER PRODUCTS SERVICES (INDIA) PVT. LTD. 

AUTHORISED SIGNATORIES 

 

___  
JITENDRA KUMAR 

(Senior Executive-Leather & Footwear ) 
PLEASE CONTACT: 

FOR ANY GENERAL ISSUE JITENDRA KUMAR 

E. MAIL: jitendra.b.kumar@bureauveritas.com    
PHONE NO: +91+7428433200 

 
FOR ANY INVOICING MATTER:  MR. MARTIN SEBASTIAN 

E. MAIL: martin.sebastian@bureauveritas.com  

PHONE NO: 0120-4368115 
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TEST PROPERTY PASS FAIL DATA COMMENTS 

FIBRE CONTENT   X Refer Result 

 

NOTE:  

1- Test has been performed as per vendor’s request.  

2- Test method has been confirmed by vendor. 

3- Test Results relates to submitted sample only  

4- This is a self-reference report, so general/vendor’s instruction has been followed. 

5- Self-reference report is not recommended to use for client protocol. 

6- Above listed test has been Concluded data as no claim provided by vendor. 
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SUMMARY OF TEST RESULTS 



 

 

 

 

 

 

 

 

 

 

 

 

 

TEST PROPERTY TEST RESULT TEST REQUIREMENT CONCLUSION 

 

FIBRE CONTENT 

Test Method: ISO 1833   

instrument used: Microscopic 

Sample: BLUE DENIM FABRIC 

Submitted  / / 

            DATA 

 

Lab analysis  100% Cotton / 

Recommended  100% Cotton 

 (Pending Finished Product Review) / 

 

 

 

 

 

-----END OF TEST REPORT------ 
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